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STUDY OF DEFORMATION  OF THE MOISTURE-STUFF
AT NEGATIVE TEMPERATURES

A. Kesariiskiy, Yu. Postol

Summary
The results of investigation of creep water-containing samples at

subzero temperatures. It is shown that at similar strength
characteristics of the material and identical test conditions, the nature
of the formation of the deformation field can have significant
differences that may affect the efficiency of design.


