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RESEARCHES OF TYPES OF WEAR OF DETAILS OF FUEL APPARA-
TUS ARE IN ENVIRONMENT OF BIOHYDROCARBON LIQUIDS

D. Zhuravel, V. Yudovinskiy, V. olomoec.

Summary
Work is devoted research of types of wear of details of fuel

apparatus in the environment of biohydrocarbon liquids.


