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, %
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, ,
1 2 3 4 5 6 7 8

-  6,0 21,0 6,54 45,8 7,0

, 6 %  4,9 20,4 8,63 65,6 7,6

, 
0,1  1 4,7 20,1 8,61 64,6 7,5
0,2  1 4,5 19,9 9,26 73,2 7,9
0,5  5,0 20,4 7,72 54,8 7,1
0,7  5,6 20,8 6,84 45,8 6,7

, 

»

0,5 %  4,1 19,7 9,88 84,0 8,5
0,75 %  4,6 20,1 8,76 70,1 8,0
1,0 %  5,0 20,3 8,15 61,9 7,6
1,25 %  5,5 20,6 7,22 52,7 7,3

, 

»

0,5 %  5,2 20,4 8,10 60,7 7,5
0,75%  4,8 20,1 8,86 70,0 7,9
1,0 %  4,3 19,8 9,65 81,1 8,4
1,25 %  3,8 19,5 10,45 92,0 8,8
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-  8,3 22,3 4,17 23,8 5,7

, 6 %  6,7 21,5 6,65 43,2 6,5

, 
0,1  6,3 21,0 6,76 46,0 6,8
0,2  6,0 20,7 7,42 52,7 7,1
0,5  6,6 21,2 6,20 39,1 6,3
0,7  7,1 21,5 5,57 32,9 5,9
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»

0,5 %  5,5 20,3 8,12 61,7 7,6
0,75 %  5,8 20,6 7,40 53,3 7,2
1,0 %  6,3 20,9 6,71 46,3 6,9
1,25 %  6,8 21,2 6,04 39,3 6,5

, 

»

0,5 %  6,5 21,1 6,48 43,4 6,7
0,75%  6,0 20,9 7,22 50,5 7,0
1,0 %  5,6 20,7 7,95 59,6 7,5
1,25 %  5,2 20,4 8,81 70,5 8,0
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DEVELOPMENT OF RECOMMENDATIONS FOR QUALITY OF
CONSERVATION OF PROPERTIES OF FLAX RAW MATERIALS

DURING THE LONG STORAGE

T. Kuzmina, M. Rastorgueva, S. Bobyr

Summary
Article is devoted to the search of environmentally safe

preservatives that can provide preservation technological quality of
flax raw materials for a long time. To handle the straw before pressing
it into rolls of biologically active preparations is proposed.

In the process of studies lasting short lubopodobnoe fiber, which
can be recommended as an additional source of technical raw
materials of vegetable in the country received.


