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deVeloPmenT of cloud aPP simulaTor
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This paper discusses the development of cloud app simula-
tor that allows comparing strategies for cloud app scaling that is 
defined the specific requirements for possibilities of the simula-
tor. It is conducted formalization of the requirements cloud app 
simulator and projected its architecture that supports interaction 
with outside scaling modules and allows calculating of cloud app 
metrics as the average execution time of network query, processor 
load and memory. Calculation of metrics is based on interpolation 
results of real testing load of cloud app. The developed simulator 
can reduce the effectiveness of the evaluation strategy for cloud 
app scaling and significantly reduce cash costs for testing by 
eliminating the use of cloud virtual machines during testing.

Keywords: cloud app simulation, cloud computing, PaaS, 
cloud app scaling.
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Process conTrol of PaPer web heaTing on The basis 
of dynamic Programming meThod
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This paper deals with the use of dynamic programming method 
for the creation of optimal process control of paper web heating in 
the drying part of the paper machine, Results of the synthesized 
system are given. The main aim of research is to establish the effi-
ciency of dynamic programming method under the influence of va-
rious sizes of disturbances on the control object. Using the method 
of simulation modeling it is conducted experimental researches of 
developed control system with the implementation of dynamic pro-
gramming method adapted to this process. The proposed software 
solution allows effectively control the process of paper web heating 

in a wide range of disturbances. Dynamic programming method, 
which was implemented in the work, allows calculating the optimal 
values of control actions in each drying cylinder, which leads to 
solving the problem of process control while minimizing control 
criteria. The proposed solution can be used as part of the overall 
control process of the paper web drying in the drying part of the 
paper machine. The results will be used in the future to modify the 
dynamic programming method to integrate into it elements of pre-
diction of perturbations and real-time correction of control actions.

Keywords: paper web drying, dynamic programming, control 
system, disturbance, optimal control.
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research of meThods of The deTermining The 
funcTional condiTion of aThleTes and Their 
imPlemenTaTion in comPuTer conTrol sysTem of 
Training Process

page 10–13

Use of information technology in the training process control 
is discussed, the basic subsystems are considered. The main aim 
of the study is to develop a method for determining the condition 
of the athlete used for a computer system. The use of modern 
technologies in the process of training an athlete can signifi-
cantly improve the function of control over the state of his body. 
This requires well-chosen methods of control. In this article, 
using the developed module, it was studied and tested the re-
liability of existing tests. But individual performance indicators 
of the body are not as reliable as for example, a function of several 
parameters. Therefore, our system has been applied Gerasimov 
method. Formulas for calculating numerical results of functional 
tests have been modified to provide the most accurate assessment 
of the state of the body. Auxiliary subsystems was identified and 
described. The research results can be applied in the field of 
sports medicine, as well as in computer systems related to the  
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training of the athlete. Gerasimov method used in computer 
control system of the training process will yield positive results 
for both the control functions in particular, and for the training 
of the athlete as a whole.

Keywords: computer system, training process, method, cont-
rol, physiological parameters.
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informaTion Technology analysis of The 
educaTional Process suPPorT wiTh orienTaTion 
Toward emPloyers’ requiremenTs

page 14–16

The issue of employers’ requirements consideration, when 
designing educational programs in the higher education in-
stitution is discussed in this article. The main research aim is 
development of formal conception and analysis of employers’ 
requirements that will allow to correct educational programs 
in the higher education institution and to shorten the distance 
between the students’ academic preparation and the reality of 
labor-market. For the stated aim achievement it is proposed to 
realize some appropriate models, methods and information sup-
port technique of the educational process in the higher education 
institution. Some advantages of applying modern information 
technologies of data collection, extraction and its intellectual 
analysis are provided regarding employers’ requirements defini-
tion. The approach to the graduates’ competence classes defini-
tion according to the specified requirements on the basis of the 

multi-criteria classification method is presented. The proposed 
approach enables to implement a transition from verbal vacancy 
requirements description to ordinal competence evaluation scale, 
formed during the educational process. The research results can 
be applied for realization of the information technology of the 
educational process support.

Keywords: information technology, educational process, em-
ployers’ requirements, multi-criteria classification, management.
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Technology organic and inorganic subsTances

forecasTing of ProPerTies of jeweller alloys on 
The basis of gold in sysTem au-ag-cu

page 17–20

This article gives deep insights into the research of changing 
properties’ consistency of the alloys on the basis of gold in the 
system Au-Ag-Cu (gold, silver-copper) which are represented on 

the ground of mathematical models in order to enhance efficiency 
of the alloys’ composition suitable for the jewelry production.

The main aim of the research is the development of the scien-
tific-methodological principles of the patterns’ estimation of the 
mass content’s influence of the main alloy components (copper 
and silver) on the formation of the attributes of the golden alloy 
using the simplex of the lattice method.
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The simple equation has been obtained, which gives the 
possibility to calculate the chemical composition and indices 
of alloys’ properties (solidus temperature, liquidus, hardness, 
mechanical durability) on the basis of gold in order to design the 
jewelry with the stated consumption properties.

The influence of the alloy’s components in the system  
Au-Ag-Cu aimed at the change of the properties’ change has been 
established, precisely the temperature solidus, liquidus, hardness, 
durability of the jewelry.

Keywords: models, gold, silver, copper, jeweller alloys, tem-
perature, hardness, durability.

references 

1. Malyshev, V. M., Rumiantsev, D. V. (1979). Zoloto. Moscow: Me-
tallurgiia, 288.

2. Bredihin, V. N., Kozhanov, V. A., Maniak, N. A., Kushnero-
va, E. Yu. (2009). Blagorodnye metally. Donetsk: GVUZ «Don-
NTU», 525.

3. Lezzar, B., Hardouin, D. O., Khalfallah, O., Larere, A., Pai-
dar, V. (2008). Theoretical Study of Superficial Segregation of 
Infinitely Dilute Binary Alloys made of Nickel, Copper, Silver 
and Gold. Physical and Chemical News, Vol. 41, 46–49.

4. Pandey, K. (2012). The nature of M-Ga in metal (I) gallyl 
complexes of copper, silver and gold: A theoretical study. Jour
nal of Organometallic Chemistry, Vol. 701, 75–79. doi:10.1016/ 
j.jorganchem.2011.12.022

5. Maiorenko, V. M., Fedorov, V. N., Mozhaev, V. M., Meinaro-
vich, E. M. (1982). Matematicheskoe planirovanie eksperimenta 
pri optimizatsii sostava chetyrehkomponentnogo splava po tsve-
tovym svoistvam. Sbornik trudov NII Yuvelirprom. Metody issle
dovaniia iuvelirnyh splavov i voprosy normirovaniia dragotsennyh 
metallov. Leningrad, 15–20.

6. Brepol’, E. (2000). Teoriia i praktika iuvelirnogo dela. Ed. 13. 
St. Petersburg: Solo, 527.

7. Shiraishi, T., Tilley, R. J. D. (2014). An estimation of the re-
flectivity of gold- and platinum-group metals alloyed with 
copper. Journal of Materials Science, Vol. 49, № 9, 3461–3468. 
doi:10.1007/s10853-014-8058-x

8. Guliaev, B. B., Kondakov, E. N. (1982). Sintez splavov zolota. Sbor
nik trudov NII Yuvelirprom. Metody issledovaniia iuvelirnyh splavov  
i voprosy normirovaniia dragotsennyh metallov. Leningrad, 3–8.

9. Maiorenko, V. M., Fedorov, V. N., Mozhaev, V. M. et al. (1982). 
Issledovanie tsvetovyh svoistv nekotoryh splavov na osnove 
medi. Sbornik trudov NII Yuvelirprom. Metody issledovaniia 
iuvelirnyh splavov i voprosy normirovaniia dragotsennyh metallov. 
Leningrad, 8–15.

10. Razuvaeva, B. D., Siutkin, V. I., Shashkov, O. D., Gutov, L. A. (1977). 
Uporiadochenie v zolotyh slavah 750 proby. Sbornik trudov NII Yuve
lirprom. Lit’e dragotsennyh metallov i himicheskaia tehnologiia iuve
lirnyh izdelii, Vol. 13. Leningrad, 15–23.

The influence of sTrucTural heTerogeneiTy 
of hollow glass microsPheres on Physical and 
chemical Processes of The formaTion of maTerials 
and coaTings

page 20–25

The physical and chemical processes of formation of new 
compositions based on hollow glass microspheres are discussed 
in the article. The aim — to determine the influence of the 
structural heterogeneity of hollow glass microspheres of sodium 
silicate composition on the physical and chemical processes of 
formation of hot aluminum-matrix materials and coatings based 
on electric-Sv-AMg5 and Sv-08G2S. Researches are performed 
by electronic and optical microscopy, X-ray diffraction and elect-
ron microprobe analysis. The basis of the laws of formation of 
the new-metal materials and coatings based on new knowledge 
about the mechanisms of formation of a liquid phase based on the 
structural heterogeneity of hollow glass microspheres that can 
predict the physical and chemical processes at the metal — glass 

boundary surface. The theoretical researches allow us to establish 
the distinctive features of the structure formation depending on 
the method of preparing the compositions, and are aimed at im-
proving their competitiveness. The results are used to predict the 
mechanical properties of the x-ray and metal-glass materials and 
coatings for their further use for the manufacture of structures 
of biological protection of ships and floating structures, for the 
transportation and storage of radioactive substances.

Keywords: hollow glass microspheres, metal-glass materials 
and coatings, structural heterogeneity, processes.
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usage of soda-soda semi-finished ProducTs from 
raPe in cardboard comPosiTion

page 25–29

This article deals with obtaining and using fibrous semi-
finished products from annual plants and some results of our  
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research in this area are given. The main aim of the study is the 
use of clean soda-soda process for broken rape delignification 
for obtaining fiber semi-finished products to using them in the 
cardboard manufacture. An influence of the main technological 
parameters is shown in the article: active alkali charge, addi-
tion of NaOH to soda solution, cooking duration, infiltration 
and presence of anthraquinone catalyst on quality parameters 
obtained fiber semi-finished products and container cardboard. 
The proposed technological parameters of soda-soda cooking of 
broken rape allow to delignificate them to obtain semi-chemical 
pulp and high yield pulp. It is established the feasibility of using 
rape fiber semi-finished products for KT-25 and KT-50 container 
cardboard brands. The research results can be considered as an 
alternative to waste paper for the cardboard production.

Keywords: rape, soda-soda method, active alkali, anthraqui-
none, delignification, semi-chemical pulp, container cardboard.
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Processing ProducTs of coal To Produce carbon 
nanosTrucTures by The Plasma-arc meThod
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It is discussed the use of coal processing products as a part of 
the anode mixture and their effect on the production of homoge-
neous carbon nanostructures by the plasma-arc method. The main 
aim of this research is to develop a theoretical basis and anode 
mixture composition, allowing to obtain morphologically uniform 
carbon nanostructures. It was used arc evaporation method for 
synthesis of nanostructures. Identification of carbon nanostruc-
tures and sizes was carried out by electron microscopy. Carbon 
nanoparticles, carbon filamentary structure and carbon fiber were 
obtained using the proposed components that make up the anode 
mixture, pitch coke, coal tar and coal medium temperature pitch. 
The carbon content in pitch coke and in the form of aromatics in 
the coal medium temperature pitch may allow to obtain more ho-

mogeneous morphologically carbon nanostructure. The research 
results can be used to improve the strength and corrosion resis-
tance of metals. We propose to use the processing products of coal 
as part of the anode mixture to produce morphologically uniform 
carbon nanostructures by the plasma-arc method.

Keywords: pitch coke, medium temperature pitch, coal tar, 
carbon nanoparticles, plasma-arc method.
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research of selecTiVe leaching of Zinc from 
meTallurgical dusT

page 33–35

This article discusses the process of liquid-phase extraction 
of zinc from metallurgical dust and sludges. The main purpose 
of this study is to investigate the efficacy and selectivity of the 
transition of zinc and iron from the solid phase into the liquid in 
the process of dissolution of zinc-containing material. 

To obtain data on selectivity of acid leaching of zinc were con-
ducted experimental kinetic studies, the reaction products were 
analyzed by photocolorimetry. As the zinc-containing material 
were used samples of EAF dust with a high content of zinc oxide.
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As a result of research we obtained the data on the effective-
ness and the selectivity of zinc extraction using an acid of diffe-
rent concentrations, as well as with increasing temperature. It was 
discovered that the process proceeds in two stages. We associate 
it with a complex chemical composition of the dust. The speed of 
zinc extraction in the first stage is much higher than the speed 
of the further course of process. The selectivity value increases 
du ring the dissolution process using a solution of sulfuric acid at  
a concentration of 0,05–0,1 mol/l. Increasing the concentra-
tion of the acid solution, as well as the increase of temperature 
reduces the selectivity of the zinc extraction.

The research results can be used to improve industrial tech-
nologies for the utilization metallurgical zinc-containing dust 
and sludges. Carrying out the process at a low concentration of 
the acid solution for a longer period of time will allow to achieve 
high recovery of zinc, while maintaining high selectivity.

Keywords: sludge, zinc, zinc oxide, zinc ferrite, metallurgical 
wastes, leaching, selectivity.

references

1. Doronin, I. E. (2012). Pyli i shlamy staleplavil’nyh agregatov 
kak syr’e dlia proizvodstva tsinka i stali. Izvestiia vysshih ucheb
nyh zavedenii. Tsvetnaia metallurgiia, 5, 31–35.

2. Pan’shin, A. M., Kozlov, P. A. (2013). Otsenka i potentsial’nye 
vozmozhnosti pererabotki razlichnyh othodov metallurgiche-
skogo proizvodstva. Ekologiia i promyshlennost’ Rossii, 9, 21–23.

3. Ramachandra Rao, S. (2006). Rerourse recovery and recycling 
from metallurgical wastes. Elsevier, 581. doi:10.1016/s0713-
2743(06)80095-4

4. Snurnikov, A. P. (1981). Gidrometallurgiia tsinka. Moscow: Me-
tallurgiia, 384.

5. Korneev, V. P., Sirotinkin, V. P. (2013). Issledovanie fiziko-himi-
cheskih svoistv tsinksoderzhashchih pylei elektrostaleplavil’nogo 
proizvodstva. Metally, 4, 38–43.

6. Yoshida, T. (2003). Leaching of Zinc Oxide in Acidic Solution. 
Materials Transactions, Vol. 44, № 12, 2489–2493. doi:10.2320/
matertrans.44.2489

7. Havlik, T., Turzakova, M., Stopic, S., Friedrich, B. (2005, April). 
Atmospheric leaching of EAF dust with diluted sulphuric acid. 
Hydrometallurgy, Vol. 77, № 1–2, 41–50. doi:10.1016/j.hydromet. 
2004.10.008

8. Jandova, J., Pro ek, T. (1999). Leaching of zinc oxide in aqueous 
sulphuric acid solutions. Acta Metallurgica Slovaca, 3, 4–13.

9. Raghavan, M. (2001). Secondary recovery of lead and zinc. Mi
nerals and Metals Review, 27, 28–34.

10. Jha, M. K., Kumar, V., Singh, R. J. (2001, August). Review of 
hydrometallurgical recovery of zinc from industrial wastes. 
Resources, Conservation and Recycling, Vol. 33, № 1, 1–22. 
doi:10.1016/s0921-3449(00)00095-1

research of The characTerisTics of ParTicles 
obTained by TreaTing of cuso4 soluTion by The 
conTacT nonequilibrium Plasma

page 36–38

The paper presents the results of a study of the particles ob-
tained from the synthesized cathode dry deposits. It is noted that 
the amount of the obtained residual particles can vary within 
wide limits. At the same time there is the predominance of octa-
hedral and cuboktahedral forms of the particles in the dimension 
characteristic for fine and ultrafine powders. X-ray diffraction 
analysis showed the prevalence of oxide copper (I) in these 
forms. The variation of process parameters, especially the reduc-
tion of the current density of the process and therefore reduction 
of the current density at the cathode lead to reducing the size of 
the resulting particles and improving uniformity of deposits, as 
evidenced by the results of electron microscopic studies of the 
synthesized cathode deposits. This allows controlling the process 
of synthesis of particles by adjusting the process parameters of 

plasma chemical treatment, which due to its constructive design 
isn’t cause difficulties and, along with the possibility of using 
very dilute solutions, is the advantage of this method.

Keywords: ultrafine powders, plasma chemical synthesis, par-
ticles, octahedron, cubeoctahedron.
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analysis of food and biological Value of fish 
Processing wasTe
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The prospects and necessity of involving the fish protein-
containing waste in the production cycle of food production is 
proved in the article. The main aim is research and evaluation of 
food and biological value of fish waste generated as a result of pro-
duction of semi-finished goods or stuffing. These data show that 
most perspective protein-containing waste is a fish skin, because 
it is rich in protein and fat, as well as some amino acids specific 
for collagen. It is found that the amino acid composition of fish 
skins is defective, however, it can be easily balanced by binding  
to muscle tissue. We propose to use fish skin in meat systems after 
appropriate processing to impart plasticity and softness.

Keywords: fish, fish food waste, fish skin, chemical composi-
tion, amino acid composition.
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Processes and equiPmenT of food  
and chemical indusTries

research calcium and magnesium conTenT in 
drinKing waTer from filling PoinTs

page 42–44

The article discusses the impact of the hardness of drinking 
water on human health and some results of our research in this 
area are given. The main aim of the study is to determine the con-
tent of calcium and magnesium cations in drinking water of filling 
points and assessing possible effect of such water on the health 
of Lviv residents. In 10 samples of drinking water taken at diffe-
rent filling points it is determined: total hardness and calcium by 
complexometric method; magnesium hardness as the difference 
between total hardness and calcium hardness; total alkalinity in 
the water samples during titration of HCl solution. It is calculated 
concentration of calcium and magnesium cations for values of cal-
cium and magnesium hardness. The results show that no sample 
does not meet the physiological usefulness of drinking water by 
concentrations of calcium and magnesium cations. The content of 
these elements in water is lower than the normative value. Com-
parison of the total hardness and total alkalinity enables suggests 
that water previously processed on filters with cation exchange 
loading. Water of all investigated samples is very soft with a total 
hardness 0–1,4 mM/dm3. Over consumption of such water there 
is a danger of population infestation by cardiovascular diseases.

Keywords: calcium, magnesium, drinking water, filling point, 
human health, cardiovascular diseases.
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