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The work has been devoted to studying the in  uence of physical and chemical state of the surface of the microcrystals on 
interparticle magnetic interaction. Surface Finish aggressive media (solution of HCl and NaOH) led to changes in the magnitude and 
sign of the resultant interparticle interaction.
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