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Abstract. In the article was researched of processes of structure formation of cement
compositions with additives of natural aluminosilicates, modified by nanoadditives (heatexpanded
graphite) in solutions of plasticizers: lignosulphonate and polycarboxylate types. Were studies of
physico-mechanical properties of cement compositions for two types of cement, structure materials,
water absorption of coatings on the basis of the developed cement compositions.

Beryn. Jlng oTpuMaHHS HOBHUX BHJIIB HAMOLIbII MAacOBO 3aCTOCOBYBAHOTO y OyaiBHHUIITBI
Marepialy — OETOHy - HEOOXiJTHO BHKOPHCTOBYBAaTH 3aKOHOMIPHOCTI 3MIHHM HOro (i3uKo-
MEXaHIYHUX 1 TEXHOJIOTTYHHUX IapaMeTpiB 32 PaXyHOK PEryJIlOBaHHS CTPYKTYPHU KOMIIO3HUTY Ha BCIX
PIBHSX, TOYMHAIOYH 3 MAaKPOPIBHS 1 3aKIHUYIOUM HAWMEHIII BUBYEHUM HaHOpiBHEM [1].

CydacHi LIeMEHTHI KOMIIO3UTH, OJAEPKYIOTh 3 BHUKOPUCTAHHSIM MPUHLUIIB MOAUDIKYBaHHS
CTPYKTYPH 1 BIACTUBOCTEH, SIKi MOJIATAIOTH y PEryJIIOBaHHI XIMIYHHX 1 (PI3UKO-XIMIYHHUX MPOIIECIB,
[0 MPOTIKAIOTh MpPU Tigpatanii 1 TBepAiHHI IITyYHOTO KaMeHs. SIK MpaBmiio, I[bOTO JIOCSTAIOTh
[UIIXOM PETyJIOBaHHS MIKPOPIBHS CTPYKTYPH 32 pPaxyHOK JOAABAaHHS AKTUBHUX MiHEpaIbHUX
n00aBOK Ta/ab0 TEXHOTEHHUX MPOAYKTIB (30JIM, HUIAKH), IO MICTATh aKTUBHUU KpEMHE3eM B
amopduomy ctaHi [2]. JlaHuit miaxin 103BOJISE HE TUIBKHM 3alIOBHUTH MOPH B OETOHI ab0 po3unHi
HOBOYTBOPEHHSIMH, a U CTBOPUTH YMOBHU MJisi XIMIYHOI B3aeMoAii 100aBOK 3 TIAPOKCHUIOM
KaJbIlif0, IO BUIUIAETBCA TPU Tigparamii IEeMEHTIB, Ta YTBOPIOBAaTH JOJATKOBI CHOJYKH
JBOXKAJbI1€BOTO cuiikaTy. lle mpu3BOoauTh OO0 MiABHILEHHS IIUIBHOCTI INITYYHOTO KaMEHIO,
3pOCTaHHS HOTO MIIHOCTI, KOPO3iifHOT Ta MOpo30cTiiKocTi [3].

[Topsin 3 TpaauLiMHUMU crioco0amMH PEryiiOBaHHS CTPYKTYpH OETOHIB HOBOT'O IMOKOJIHHS
MEPCIIEKTUBHOI € MOoAM(IKaIis MaTepialy HaHOPO3MIPHUMHU YaCTHMHKAaMH, IIPU BBEJCHHI SKHUX Y
MiHEepalbHy MAaTpHILIO BiOYBa€eThCs i MPUCKOpEHE CTPYKTYpPYBaHHS Ta CHHTE3 MaTepiany 3
a0COJTFOTHO HOBUMH BJIACTHBOCTSIMHU [4].

OnHUMU 3 IEPCNEeKTUBHUX HAHOJ00aBOK JI0 LIEMEHTY € BYTJICIIeBl HAHOUACTHUHKH: (QYJIepeHH,
HaHOTPYOKH, HaHOIIaCTHHU [4]. BoHu sABIsIOTH 00010 yacTuHKH po3mipom 10-100 HM i MarOTh
YIIOPSAKOBaHY IMPOCTOPOBY CTPYKTYpy 3 aromiB Byrjemto. IIpore, OCHOBHOIO mpoOieMoro €
PIBHOMIpHHMH 1X pO3MOALT B 00’€Mi IIEMEHTHOI MaTpHIli, 110 OCOOJIMBO BAXKJIMBO IPU JI0JAaBaHHI
Mo udikaTopa B MIKPOKUIBKOCTSX. [l IbOro HEOOXiHE 10IaTKOBE CEpPEeIOBUILE, IKE CTBOPUTH Y
KOMITO3UT1 Oe3nepepBHy (a3zy. Ha cboromHi 15 mpobiemMa BUPINIYEThCS NMUISXOM 3aCTOCYBAaHHSM
wictugikaTopiB 1 cynepruiactudikatopis [5]. BBeneHHs ByrieneBUX HAHOYACTHHOK B OETOHHY
CYMIII B HE3HAYHIN KUTBKOCTI IPU3BOJUTH A0 CUHTE3Y MPOTSHKHUX T1IPATHUX CTPYKTYP 3aBJIOBKKU
B COTHI MKM, fKi BHUKOHYIOTb POJIb MIKPOJUCIIEPCHOTO apMyBaHHS LIEMEHTHOIO KaMEHIO, IO
MPU3BOAUTH JO TMOJINIIEHHS MHOro CTPYKTYpH, MiABUILIEHHS MIIHOCTI, TPIIIMHOCTIAKOCTI,
JTMHAMIYHOI B'SI3KOCTI [6].

OTxe, aHami3 JaHUX TMPO MOXKIMBICT MoAuUdiKalii OeTOHHUX CyMimed HaHOJA0O0aBKaMU
rpadity (pynepeHu, HaAHOTpYOKM) TIOKa3zaB, IO 3aBISKM CBOIM BHCOKHMM MeEXaHIYHUM
XapaKTepUCTHKaM iX CBhOTOJHI CHiJ PO3rsAaTd sK epekTUBHUM 3aci0 miJBUIIEHHS (i3UKO-
MEXaHIYHUX BJIACTUBOCTEH IIEMEHTHHX Ta iHIIKX OyniBenbHUX MaTepiaiB. [IpoTe BUCOKa BapTiCTh
CTpPUMYE iXHE MacoBe 3aCTOCYBaHHS B OY/IIBHULITBI.

Bupimennsam 1iei npobiemMu Moxke OyTH BHKOPHCTAaHHS MaTepiany, SKHH € TPOMIKHUM
NPOJYKTOM TPH BUTOTOBJICHHI BYIJICIIEBUX HAHOTPYOOK — TepMmoposmmpenuit rpadit (TPI) [7].
BiH € 3HauHO J€HIEBIIMM 1 Mae OCOOJMBY ME3OIMOPHUCTY CTPYKTYpY, IIO Ja€ MOXKJIMBICThH
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BUKOPUCTAHHS MOTO Ui CHHTE3y LIEMEHTHUX MaTepialliB CHEI[ialbHOrO MPU3HAYCHHS, B TOMY
yuci, riagpoizonsmiiaux. Kpim Toro, TPI" Mae BuUIbHI XiMiUHI 3B’S3KH, IO J03BOJISIE 3a0€3MIEUNTH
Kpalie 3YCIUICHHS KOMIIOHEHTIB pO34MHHOI (OETOHHOI) cyMimn MiK co0OK0 1, SK HacIiJIOK,
ITIIBUIIYBATH MEXaHIYHI Ta €KCIUTyaTaIliiiHl BIACTUBOCTI MaTepiay.

Metow naHoi poOOTH € JOCHI/DKEHHS TPOLECIiB CTPYKTYPOYTBOPEHHS LIEMEHTHHUX
KOMITO3HIIIM pI3HOTO CKJIanay mpu Moaudikaiii ix HaHOJ00aBKaMU TEPMOPO3IIMPEHOTro rpadity B
po3unHax mIacTudikaTopiB pi3HOI XIMIYHOT TPUPOIH.

B sxocti B’spkyunx matepianiB O0yno oopano mopmiananemenT I1L-1 500 Ta nmuakoMicTKui
noptnanauement [1L-11 A/ILI 400 BupobuunrBa BAT «Bonunb-Liementy», M. 31010yHiB.

B skocTi anmroMoCHITIKaTHOI J100aBKH, IO JOJAIOTh JO MEMEHTY B KUIbKOCTI 5%, Oynu
BUKOPHUCTAHI KAOJIHIT, METAKAOJIIH Ta OCHTOHITOBHI MOPOIIOK 3 MUTOMOIO MOBEPXHEIO OJIM3BKO
10000 em*/r.

PesyabTaTn pgociaigkeHb. B SKOCTI aucnepciiHOrO cepenoBHINA IS HAHOIOO0ABKH
3aCTOCOBYBAJIM PO3YHMHM IUIACTH(IKATOPIB: JIrHOCYAb(GOHATHHIA (3 edipaMu IMOIIKApOOKCUIATIB)
Sika Plast 520 (Sika, IIBeiiapis) i monikapookcunatauii MC PowerFlow 2695 (MI1] Bayxewmi,
Himeuunna). B sikocTi HaHOI00ABKM BUKOPHCTAINA TEPMOPO3MIUPEHHUI rpadiT, BUTOTOBICHUN Ha
TOB «TM Cnenmari», M. Kuis [8]. TPI" sBisie coboro martepiai i3 rpadiTomnomaioHO0 CTPYKTYPOIO,
Ky OACPXKYIOTh IIPU IIBUIKOMY HarpiBaHHi (TepMoOy/api) CIIONYK iHTepKaltoBaHHs TpadiTy abo ix
rigpomizoBanux ¢opm. ns crpykrypm TPIT xapakTepHUM € HasBHICTh HPOTSDKHUX
IIUTMHOMOMIOHUX 1 HWIIHAPUYHKUX JedeKTiB 13 cepeaniMu nepetuHamu Big 0,7 mo 20 HM,
00yMOBIICHUX CKpYYyBaHHSM Tpymnu a0o JEKUTbKOX aToMHHX ImapiB. TPI' mae ckimaaHy mopyBaty
CTPYKTYpY (puc.l), 10 CKIaAaeThes 3 MIKpO-, ME€30- Ta MAaKpOIIOP.

o

Puc. 1. CEM - 300pakeHHs! IOBEPXHI TEPMOPO3IIHUPEHOTO IpadiTy

TPI" BBoAMAM B po34MH IUIacTH(iKaTOpa podoyoi KoHIeHTpauii y Kiapkocti 0,25 ta 0,5% Bix
Moro macu. Jlucrepcii roTyBajiu B arperari-roMoreHizaropi KaBiTaliiHOTo MpUHLMITY Aii Ha Oasi
Inctutyry ximii moBepxni iM. O.0. Uyiika HAH [8]. Otpumany aucnepcio momaBaid 10
[IEMEHTHUX KOMIO3UIIiil pa30M 3 BOJIOIO 3aMilllyBaHHs Yy KijgbKocTi 1 mac.%.

Bu3HaueHHs MIIIHOCTI LEMEHTHUX 3pa3KiB MPOBOJMIM 3a CTAaHAAPTHOK METOJUKOIO.
Kaninsipae BomonorinvHaHHA NTOKpUTTIB (ueMeHT:micok=1:1,5) Busznawanu 3a JICTY Bb.B.2.7-
126:2011 3 BuxopucranHsMm TpyOku Kapcrenca. Ilpum mpoBeneHHI AOCHIPKEHb OYyJ0 BHBYEHO
KIHETUKY Ha0oOpy MIIHOCTI 3pa3KiB LEMEHTHOro TicTa Ha OcHOBI moptiaanaueMmenty IIL[-I 500,
MOJI(IKOBAHOTO IMacTU(iKaTopaMH IBOX THUIMIB, 10 MicTHIM pi3HY KibkicTe TPIT — 0,25% Ta
0,5%. Bussneno, mo Bmict TPT B ximbkocTi 0,25% € HaWOUIBIT TPHHHATHAM IIOO ITOKPAIICHHS
MEXaHIYHHUX BJIACTHUBOCTEW KoMMO3MMLii. ['padiuHe MOPIBHAHHS MILHOCTI NPU CTHUCKY Ta 3THHI
3pa3KiB, MOIU(IKOBAaHHUX pi3HUMHU IacTudikaropamu 3 BMictoM 0,25% TPT', 300paxeHi Ha puc. 2.

AHani3ylo41 OTpUMaHi JaHi MOKHA 3pOOMTH BUCHOBOK, 110 IIPU BBeJAeHHI HaHO100aBku TPI”
y ULEMEHTHY MATpHUI0 Yy AHCIepciix 000X IIacTU(IKATOPIB CHOCTEPIra€ThCs MiABUIICHHS
MEXaHIYHUX [MOKA3HUKIB y TMOPIBHIHHI 31 3pa3kamu, 1o He MicTATh TPI'. Tak, MIIIHICTb PU CTUCKY
36umpmmiack Ha 10,9%, a wmimHicTs mpu 3ruHi — Ha 51,4% Ha mmactudikatopi Sika Plast 520.
3pa3ku Ha ocHOBI acTudikaropa MC Power Flow 2695 noka3zanu MeHIIMIA TpUpicT MILTHOCTI, aje
BiH OUIBIINI MOPIBHSAHO 3 HEMOAN(IKOBAHUMH 3pa3KaMHU.
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Puc. 2. IlopiBHSHHS MIIIHOCTI TIPH CTHCKY (@) Ta 3ruHi (0) 3pa3KiB IEMEHTHOTO TicTa
Ha ocHoBi I111-1 500, moaudikoBanoro pisHuMHu riactudikatopamu 3 BMictom 0,25% TPT

OTxe, BUSBICHO CHHEPreTHYHUN eQEeKT IMMiJBUINCHHS MIITHOCTI MPU OJHOYACHIH Aii Ha
[IEMEHTHY MaTpPHUIIIO JIrHOCY/Ib(oHaTHOTO IuTacTrdikaropa (3 epipamu mosikapookcuiatie) Sika
Plast 520 i nanomo6asku TPI'. ¥V mopiBHsAHHI 3 mojikapOoKcuIaTHUM miactudikaropom MC Power
Flow 2695 MmitHicTh 3pa3kiB Ha 28 100y TBEpAiHHs MpH CTUCKY Oinbma Ha 14,8%, a mpu 3ruHi — Ha
35,5%.

Bynmu mpoBeneHi aHANOTiIYHI JOCHIIPKCHHS JUIS  3pa3KiB IIEMEHTHOTO TICTa Ha OCHOBI
noprianauementy [IL-II/A-III 400 (Bmict muaky a0 35%), Moau¢iKOBaHMX O3HAYCHHUMH
wractudikatopamu, mo mictuau 0,25% TPI (puc.3). Y mopiBHSHHI 31 3pa3kamu, 10 HE MICTSTb
TPI', minnicTh mpu CTUCKY 30inbmuiack Ha 24,5%, a MinHicTh npu 3ruHi — Ha 36,8% and
wiactugikatopa Sika Plast 520. Iloka3Huk € OuUTbIIMM Yy TOPIBHAHHI 31 3pa3kaMu Ha
mwiactudikatopi MC Power Flow 2695: minHicts Ha 28 100y TBEpIiHHS MPHU CTHCKY OlIbIlE Ha
22,15%, a mpu 3runi — Ha 7,68%.

OTxe, MOCHIPKEHHSAMHM BCTAHOBJICHO, IO HaWKpaIUM AMCIEPCIHHUM CEepeOBHILEM IS
HaHon100aBku TPI" € came nirHocynbhoHaTHUM 3 edipamu noikapOookcunartis miactugikarop Sika
Plast 520. Ontumanehoro kinbkicTio TPI' BusBunocs 0,25% Bim Mmacu mactudikaropa, 1o
BUPAXXA€EThCS Y 3POCTaHHI MILHOCTI 3pa3KiB Yy MOPIBHSAHHI 3 HE MOAM(PIKOBAHUMHU 3pa3KaMHU.
BiporinHo, cuHepretuuHuii edext BiJ BMICTY HaHOMOJU(iKaTopa Kpalle MHpOSIBISETHCS B THX
mnacTugikaTopax, A€ MoJiMepHa CKJIaJ0Ba MPECTaBIeHa JAHIIOTaMUA 3 BMICTOM CYJb(OHATIB Ta
10HIB HATPIiIO, 3 MPOSBOM EJIIEKTPOCTATUYHOIO MEXaHi3My BIUTMBY Ha 3epHa IeMEHTY. Buxoasun 3
OyI0BM MOJICKYJIM TUTacTU(iKaTopa KpalluM € HasgBHICTh HE 3/IBOEHUX OCH30JIbHUX KIJEIb, K Y
JrHOCYNb()OHATIB, HIXK JIAHIIOTIB, K Y MOJIKapOOKCHIIATIB.
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Puc. 3. [TopiBHSIHHS MIIIHOCTI1 TpHU CTHCKY(a) Ta pu 3ruHi (0) 3pa3KiB IEMEHTHOTO TicTa Ha
ocHogi [TL-1I/A-I1 400, moaudikoBaHoro pizHuMu 1iactudikaropamu 3 smicrom 0,25% TPIT

OTxe, DOCTITKEHHSIMHA BCTAHOBJICHO, IO HAWKPAIIUM AUCTEPCIHHUM CEPEAOBUINEM IS
HanonoOaBku TPI" € came nirHoCcynb(poHaTHUI 3 edipamu monikapOokcunariB riactugikatop Sika
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Plast 520. Ontumanshoro kimbkicTio TPIT BusiBunocs 0,25% Bim macu miactudikaropa, o
BHPAXKAETHCSA y 3POCTaHHI MIITHOCTI 3pa3KiB y TOPIBHAHHI 3 HE MOJU(PIKOBAHMMH 3pa3KaMHu.
Biporinno, cuHepretuuHuii edext Big BMICTy HaHOMOIM(IKaTopa Kpalle MHpOSBISETHCS B THX
macTudikaTopax, A¢ MoJiMEepHa CKIIaIoBa MpeACTaBjIcHa JAHIIOTaMy 3 BMICTOM CY/Ib(OHATIB Ta
10HIB HATPIIO, 3 TPOSIBOM ENEKTPOCTATUYHOTO MEXaHi3My BIUIMBY Ha 3€pHa IIeMeHTy. Buxomsuu 3
OyI0BH MOJICKYJIM TUTacTH(iKaTopa KpaluM € HasBHICTh HE 3/IBOEHUX OCH30JIbHUX KiJIEIh, K Y
JirHocynb(oHAaTIB, HIX JIAHITIOTIB, K y MOJIIKapOOKCHIIATIB.

OCKUIBKM ~ OCHOBHUM  IIOKa3HUKOM  IIEMEHTHUX  TIAPOI3OJAIIMHUX  MaTrepiamiB €
BOJIOHENIPOHUKHICTh, OyJ0 BHUPIMICHO BU3HAYWTH BEIWYWHY  KAMUIAPHOTO BOJOTOTIMHAHHS
MMOKPUTTIB 3 BUKOPUCTaHHAM TpyOkn KapcTeHca Ha OCHOBI TOCHIDKYBAaHUX KOMITO3HUIIIM.

3 METOIO IMiIBHIIEHHS BOJOHEIPOHUKHOCTI IieMeHTHOT MaTpuili ocHoBi [TLI-1I/A-I11 400 6ymno
3MPOrHO30BAHO, IO JOUUIBHUM € ii Moaudikaimito Jgo0aBKaMu MPUPOIHOI ATFOMOCHITIKATHOT
PEUOBHHU — OCHTOHITOBOIO TJIHMHOIO, KAOJIHITOM Ta METaKaoJiHOM. Pe3ynbraTu, oTpuMaHi mpu
BHUNPOOYBaHHI 3pa3KiB, 300pakeHI HA PUCYHKY 4.

7
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wu

B BeHTOHIT
B KaomiH

B MeTakaoiH

KaninapHe BoJomor THHAHHS, MJT

0% 0,25% 0,50%

Bmyicr TPI'

Puc. 4. Kaninspae BomonorauHaHHs MOKpUTTIB Ha ocHOBI [TL[-1I/A-111 400
3a 24 TOAVHY 3 PI3HUMH ATFOMOCUIIIKATHUMHU J00aBKaMHu, HAaHOMOIU(DIKOBaHUX
TEpPMOpO3IIUPEHUM TpadiToM B qucnepcii miactudikaropa Sika Plast 520

AHani3yroud OTpHUMaHl JaHl MOKHa CTBEpJKYBaTH, 110 JoOaBKa OEHTOHITOBOTO MOPOLIKY
3MEHIIy€e KalUIsipHE BOAONOIVIMHAHHS MOKPUTTIB y TMOPIBHAHHI 3 IHIIMMHU J00aBKaMu
QIIOMOCWJIIKATHOTO CKJaly. DBEeHTOHITOBa IUIMHA XapaKTepU3YETbCS BUCOKOI 10HOOOMIHHONO
3IATHICTIO 1 MOJKJIMBICTIO Ha0yXaTH y BOJl, IO MoOXe OyTH BHMKOPHUCTaHO Uil OTPUMAaHHSA
T1APOI30JIAIMHUX IEMEHTHUX MaTepiaiB.

Jlns BUBYEHHS CTPYKTYPH HAHOMOJM(IKOBAHMX IIEMEHTHHX MarepiajiiB Oylo MpOBeIEeHO
JOCITIDKCHHS TIOBEPXHI 3pa3KiB 3a JIOMIOMOT'0I0 €JIEKTPOHHOI MiKpockoii (puc. 5).

Amnani3 otpumManux ¢ororpadii cBiTUUTH, 10 TEPMOPO3LUIMPEHHUN I'padiT CIpHUsie YTBOPEHHIO
mwiacTuHYaTuX TigpocuiikaTiB Kanblito (I'CK), okpiM romuartux, siki momapoBO HapOIIYIOThCS,
YTBOPIOIOYM JIOCUTH LIUIBHY Ta MIIHY CTpYKTYpy (puc.5, 6). Ha mikpodororpadisx 3pa3kiB Ha
ocHoBi [II[-II AIIl (puc.5, r) me MoOKHa MOMITUTH TOJYACTI YAaCTUHKM HOBOYTBOPEHb, SK1
po3TamoBaHi MK macTuHkamu. Ciil BiAMITHTH MminbHY ynakoBky muiactuH ['CK, mo maroTth
OUTBIII OHOPITHE OPIEHTOBHE PO3TAITyBaHHS.

BusiBneni 3akoHOMIpHOCTI (OpMyBaHHS CTPYKTYpU HAHO-MOAM(]PIKOBAHOTO MITYYHOTO
KaMeHs MOXKYTh OyTH MOSICHEH1 KPUCTAIOXIMIYHOIO MOA10HICTIO TIPOCUITIKATHUX HOBOYTBOPEHb Ta
rpadiTy, 0 CYNPOBOIKYETHCS PO3BUTKOM IMPOILIECiB eniTakciansHoro HapouryBanHs I'CK Ha #foro
MOBEpXHIO [6].

Takox, BiporiiHo (OpMyBaHHS CTPYKTYp, SIKi NMPOHMKAIOTH OJHA B OJIHY, CTBOPIOIOUHU
KOMITO3UTH, HEMPOHUKHI1 JIJIs1 BOJM, OCKUIBKH ii MOJIEKYJM 3aTPUMYIOTHCS MIXK IIapaMu OEHTOHITY,
B nopax HaHopeuoBuH (TPI") Ta craioTh CKJIa10BOIO MITYYHOTO KaMEHIO, @ HE POCOUYIOTHCS KPi3b
HBOTO.
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Puc. 5. Mikpodororpadii moBepxHi ckoiy mTy4Horo kameHto Ha ocHosi [1L-1 500 (a,0) ta ITLI-
IT AL 400 (B,r) 3 mo6aBkor0 5% OeHTOHITY, MOAH]IKOBAHOTO MUCTIepciero TuiacTudikaropa Sika
Plast 520 3 BmicToMm 0,25% TPI pizHOro cTymneHs 301IbIIEeHHS

BucHoBok. BpaxoByroun Mop(doiiorito HOBOYTBOpPEHb, 110 (OPMYIOTh JOCUThH LIUIBHY
CTPYKTYpY, po3poOieHa HaHOMOIM(IKOBaHAa B’sHKyda PEUOBHMHA MOKE OYTH BUKOpPHUCTAaHA IS
BUTOTOBJICHHS T1POI30JIALIHHOIO PO3YMHY, OJHAK JJIsl CTBOPEHHsS €(EeKTUBHOIO Marepially He
JOCTaTHbO MOAM(DIKYBaHHS JIUIIIE HAHOPIBHS Ta MIKPOPiBHS, HEOOX1THO ONTUMIZYBAaTH CTPYKTYPY 3
ypaxyBaHHs  B3a€MOIIPOHMKHOCTI €JIEMEHTIB Ha BCIX pIBHAX, BKJIIOYAalOYM ME30piBeHb (VI
PO3UYUHIB) Ta MaKpOpiBeHb (1J1s1 OETOHIB).

OTxe, OTpUMaHi €KCIepUMEHTANbHI J1aHl MiATBEPIMWIM TiOTEe3y, 0 3aBJIsSKU CBOIH (opmi,
TEPMOPO3IIHUPEHUH TpadiT Kpamie Mpaiioe y KOMIO3UIIAX HAa OCHOBI IMUIAKOMICTKHX IIEMEHTIB,
OCKUIBKM B pe3yibTaTli TBEPAHEHHS TaKUX ILIEMEHTIB YTBOPIOIOTHCS BHJIOBKEHI KpPUCTAJIYHI
HOBOYTBOpeHH:. Lle crpusie 3HAaUHOMY MIABUINEHHIO MIITHOCTI KOMIIO3HIIIN SIK TIPU CTHCKY, TaK i
npu 3ruHi. Kpim Toro, Horo wmesomopucta crtpykrypa TPI' epekTHBHO CIiBBITHOCUTBCS 13
ATIOMOCHJIIKAaTHIMHU JToOaBKaMu mIapyBatoi OymoBW (OEHTOHITH), IO MOXYTh YTPHUMYBATH MiX
[1apaMy BEJIMKI MOJIEKYJH, B TOMY YHCIi, BOAY 1 HOJIMEpHI pedyoBHHHU. 3aMiHa 5% ILIeMEHTY Ha
OCHTOHITOBY TJMHY JOCHUTH JOIIIbHA, a/pKe Ie MPU3BOJUTH 3HAYHOTO IIBUINECHHS MIITHOCTI Ta
BOJIOHETIPOHUKHOCTI OETOHY.
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