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O.  Mazeikiu, S.Markovich, A. Tchaikovsky 
Stress state of internal surfaces of cabinet parts of the combined laser treatment 

The article presents data from the coating of the surface charge details, including internal surfaces. The
results of X-ray measurements of internal stresses described relaxation processes occur in the surface layers of 
the combined laser treatment 
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