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Parameters of the technological operations in deposition of alloys of ferrous and non-ferrous metals with a high content
of alloying elements is analysed and generalised. It is shown that the required minimal dilution of the base metal with
the high-alloyed deposited one can be achieved only in their separate melting. The most promising technologies for
deposition of such alloys are plasma powder cladding and hybrid technologies. 
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