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Nowadays, people are constantly under the influence of electromagnetic radiation, which can cause health 
deterioration. The creation of ceramic materials that protect biological and technical objects from the negative effects 
of electromagnetic radiation is relevant for Ukraine and the world. The purpose of the study is to create composite 
ceramics with the addition of graphite and conduct experimental studies of the electrophysical properties of such 
material samples in the frequency range of 26–37.5 GHz. The results of experimental studies of the developed ceramics 
based on facing tiles with an electrically conductive additive of 10, 20, and 30 % wt. of graphite. To determine the 
parameters of the interaction of electromagnetic radiation with the samples, the modernized standard equipment – P2-65 
microwave standing wave coefficient and attenuation meter, was used. The phase composition of the material was 
determined using the method of X-ray phase analysis using a DRON-3M diffractometer with CuKα radiation with a 
nickel filter. The developed composite ceramic materials meet the basic requirements for the operation of similar 
materials and can be used to weaken the high-frequency electromagnetic field inside premises located in the areas of 
radio radiation action, and for environmental purposes to reduce the intensity of the electromagnetic field outside the 
premises where sources of radio radiation are present. Thus, the developed composite ceramics have characteristics 
that allow them to be used in construction and in electronic devices for the purpose of effective shielding of harmful 
radio radiation, and the developed ceramics, according to the classification, can be classified as radio-absorbing. 

Keywords: electromagnetic radiation, radio-absorbing ceramics, conductive additives, electrophysical 
properties, transmission coefficient, reflection coefficient, X-ray phase analysis 
 

INTRODUCTION 

At work and at home, a person is exposed to 
electromagnetic radiation from computer, office 
and household appliances; analog and cellular 
communication; medical equipment; broadcast 
radio; navigation systems and many other sources 
[1]. A higher than permissible intensity of 
electromagnetic radiation can lead to increased 
fatigue, central nervous system disorder, clouding 
of the lens of the eye, etc. [2–4]. Extraneous 
radiation adversely affects the technical condition 
of electronic devices up to their failure, which is 
extremely dangerous under the conditions of the 
spread of automated control systems for 
technological processes [5, 6]. 

Traditionally, metals and their alloys [7] and 
ferrites [8, 9] are used to protect against 
electromagnetic radiation, the use of which in its 
pure form is impractical for both economic and 
technological reasons. It is more rational to use 
the appropriate materials in the form of additives 
during the production of protective materials of 

the composite type, namely, the introduction of 
electrically conductive impurities into the 
dielectric matrix. Due to this, there is a decrease 
in specific volume resistance and an increase in 
the dielectric constant of ceramic materials. The 
main disadvantages of the majority of used 
composite materials are low strength, 
flammability, toxicity, associated with the use of 
various organic substances as matrices (resins, 
rubbers, paints, varnishes, etc.) [10]. These 
disadvantages can be eliminated if ceramics are 
used as a matrix. 

Metals and their alloys, graphite and some 
other substances are mainly used as conductive 
additives [11]. Common additives used for 
electromagnetic protection materials are mainly 
unstable during heat treatment (burn out, react 
with the formation of new products that have high 
resistivity values), which is a negative factor for 
creating protective composite ceramic materials. 

It is known from the literature [11–18] that 
graphite oxidizes at low temperatures. But since 
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during the production of shaped ceramics, a high-
speed firing mode is used, it can be expected that 
not all graphite will oxidize with the formation of 
new compounds. Therefore, contrary to the 
requirements for conductive additives, graphite 
was used as a filler. 

The creation of ceramics that protect 
biological and technical objects from the negative 
effects of electromagnetic radiation is relevant for 
Ukraine and entire world. 

The purpose of our study is to create 
composite ceramics with the addition of graphite 
and conduct experimental studies of 
electrophysical properties in the frequency range 
of 26–37.5 GHz. 

THEORETICAL PART 

During the passage of a wave through a 
material, the interaction of radiation with it is 
determined by the amount of attenuation S21, 
reflection S11 and absorption SA [19]: 

S21 = S11 + SA + SMR, 

where SMR – is the indicator of multiple internal 
reflection. 

The amount of reflection S11, dB, is equal to: 

S11=20lg
VSWR –1

VSWR+1
, 

where VSWR – is the standing wave factor by 
voltage. 

The amount of absorption SA, dB, is equal to:  

20 , 		 / , 

where d – is the thickness of the sample,  – is the 
frequency of radiation, μ – is the magnetic 
permeability of the sample, σ – is the conductivity 
of the sample. 

Multiple internal reflection index SMR: 

																									 20 1 / . 

A small effect of multiple reflection in 
composites with high conductivity filler 
concentrations applied is typical and may be 
ignored. 

EXPERIMENTAL PART 

The production of ceramic mass was carried 
out under the condition of using the lowest 
temperature and firing time, taking into account 
that the additive can oxidize, burn out or interact 

with the dielectric matrix. In this study, ceramic 
mass for the production of facing tiles was used. 

A promising direction of research is the 
creation of composite materials based on a 
dielectric matrix and a conductive additive (coke 
pitch electrode, technical carbon, carbon black, 
graphite, iron carbonyl, silicon carbide, silicon, 
aluminum, iron, copper, nickel, iron(III) oxide, 
copper(II) oxide) [20–22]. 

Taking into account the requirements [22–27] 
put forward for electrically conductive additives 
for the creation of electrically conductive ceramic 
composite      materials,     graphite      (TKLR – 
7.5∙10-6 deg–1, ρv – 8∙10–6Ohm∙m, Тm– 3850 °С) 
was chosen from the set of traditionally used 
additives for composite materials of 
electromagnetic protection. 

Based on the need to ensure the 
manufacturability of the mass, the proportion of 
the additive was in the range from 10 to                  
30 mass. %. The developed composite ceramic 
tile consists of two layers (Fig. 1). 
 

 

Fig. 1. Graphite-containing composite ceramic tile 

Batch compositions for I and II layers for tiles 
are presented in Table 1. Press powder for I and 
II layers was obtained separately from raw 
materials in a given amount, which were weighed, 
moistened, ground in a layer mill; the slurry was 
dried in a drying cabinet, then crushed and passed 
through a sieve N 05. First, the press powder for 
the I layer, moistened up to 8 %, was weighed and 
poured into the press mold, the pressure force was 
5 MPa; after that the press powder for the II layer, 
moistened up to 8 %, was weighed and poured 
into a mold for pressing, the pressure was           
18–20 MPa. The obtained raw material was dried. 
Next, the semi-finished product was covered with 
glaze and placed in a drying cabinet. The finished 
semi-finished product was fired in a silite furnace 
at a firing temperature of 1.120–1.140 °C, with 
exposure at the maximum temperature of 20 min. 
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Table 1. Furnace burden components for tiles 

Name of raw materials 
Mass content of materials, wt. % 

II layer 
I layer 

1 2 3 
Andriivska Clay 43.00 38.70 34.40 30.10 
Granite sifting 13.00 11.70 10.40 9.10 

Graphite – 10.00 20.00 30.00 
Quartz sand 29.04 26.14 23.23 20.33 

Crushed Chalk 8.03 7.23 6.42 5.62 
Tile Remainders 6.93 6.24 5.54 4.85 

 
 

Measurements of the electrodynamic 
characteristics of the samples – transmission and 
reflection coefficients – were carried out in the 
frequency range of 26–37.5 GHz. Standard 
rectangular waveguides with a cross section of  
7.2×3.4 mm2 were used. The tested samples 
completely covered the cross-section of the 
waveguide and had a thickness of 1.5 mm. To 
determine the parameters of the interaction of 
electromagnetic radiation with the samples, the 
modernized standard equipment–standing wave 
ratio meter and attenuation P2-65 with indicator 
Y2P-67 – was used. The transmission coefficient 
was determined according to the scheme shown in 
Fig. 2. 

The attenuation coefficient S21 was 
determined according to the attenuation scale of 
the P2-65 ratio meter in decibels. When 
reorienting the directional coupler 3 by 
180 degrees, the voltage standing wave 
coefficient – VSWR – was measured. According 
to the formula: kreflection = 20*lg((VSWR – 1) 
/(VSWR + 1)), the reflection coefficient in 
decibels was calculated. 

The phase composition of the test samples 
was determined using the X-ray phase analysis 

method using a DRON-3M diffractometer with 
CuKα radiation and a nickel filter under standard 
operating conditions. To identify the phases, the 
American ASTM catalog was used [13]. 
 

 

Fig. 2. Block diagram of the experimental setup for 
determining the attenuation coefficient S21: 
1, 3 – directional splitters, 2 – waveguide with 
a sample, 4 – coordinated load 

 
In Fig. 3 and Fig. 4 the spectra of the 

attenuation and reflection coefficients of the wave 
passing through composite ceramics with the 
addition of 10, 20, and 30 wt. % of graphite are 
shown. In Fig. 5 the results of X-ray phase 
analysis in the form of a line X-ray pattern for a 
sample with the addition of 10 % graphite in the 
first layer after firing are shown. 

 

 

Fig. 3. Spectra of attenuation coefficients when passing through composite ceramics with the addition of 10, 20, and 
30 wt. % of graphite 
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Fig. 4. Spectra of reflection coefficients when passing through composite ceramics with the addition of 10, 20, and 
30 wt. % of graphite 

 

 
● – plagioclase; ▲ – SiO2 (quartz); ■ –graphite 

Fig. 5. X-ray as a barcode of composite ceramics with 10 % graphite in the Ist layer after firing 

 
The study of these samples showed that the 

addition of graphite to ceramics reduces the wave 
attenuation coefficient from 40 dB at 10 wt. % of 
graphite up to 20 dB at 30 wt. % of graphite. At 
the same time, a small wave reflection is observed 
in a part of the frequency range. 

Also, the X-ray as a barcode showed that after 
firing, graphite remained in the composition of the 
first layer, which is an important condition for 
obtaining radio-absorbing ceramics according to 
classification-identification. 

All of the above points to the prospect of 
using graphite-containing ceramics as a material 
for absorbing ultra-high-frequency radio waves. 

CONCLUSIONS 

The electrodynamic characteristics of 
electrically conductive composite ceramics with 
the addition of graphite in the microwave range of 
26–37.5 GHz were studied. According to the 

results of the conducted research, the laws of the 
change of the attenuation coefficient were 
established and the attenuation of the 
electromagnetic wave by 20–40 dB was found 
dependent on the amount of graphite additive (10, 
20 or 30 wt. %) in the electrically conductive 
ceramic tile. There is also a small reflection of the 
wave in the frequency range above 30 GHz, 
which indicates the prospect of using graphite-
containing ceramics as a material for absorbing 
radiowaves. 

The developed and manufactured composite 
ceramic materials meet the basic requirements for 
the operation of such materials and can be used to 
weaken the high-frequency electromagnetic field 
inside premises and for environmental purposes 
to reduce the intensity of the electromagnetic field 
outside the premises, in which there are sources 
of radio radiation. 
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У наш час людина постійно перебуває під впливом електромагнітного випромінювання, яке може 

призвести до погіршення здоров’я. Актуальним для України та світу є створення керамічних матеріалів, які 
захищають біологічні та технічні об’єкти від негативної дії електромагнітного випромінювання. Метою 
роботи є створення композитної кераміки з додаванням графіту та проведення експериментальних 
досліджень електрофізичних властивостей зразків такого матеріалу в діапазоні частот 26–37.5 ГГц. 
Результати експериментальних досліджень розробленої кераміки на основі облицювальної плитки з 
електропровідною добавкою 10, 20 і 30 мас. % з графіту. Для визначення параметрів взаємодії 
електромагнітного випромінювання зі зразками використовували модернізовану стандартну апаратуру – 
мікрохвильовий вимірювач коефіцієнта стоячої хвилі та послаблення П2-65. Фазовий склад матеріалу 
визначали методом рентгенофазового аналізу на дифрактометрі ДРОН-3М з CuKα випромінюванням з 
нікелевим фільтром. Розроблені композиційні керамічні матеріали відповідають основним вимогам до 
експлуатації подібних матеріалів і можуть бути використані для послаблення високочастотного 
електромагнітного поля в приміщеннях, розташованих у зонах дії радіовипромінювання, а також з 
екологічною метою для зниження напруженості електромагнітного поля. за межами приміщень, де є 
джерела радіовипромінювання. Таким чином, розроблена композитна кераміка має характеристики, які 
дозволяють використовувати її в будівництві та в електронних пристроях з метою ефективного екранування 
шкідливого радіовипромінювання, а розроблену кераміку, згідно з класифікацією, можна віднести до 
радіопоглинаючої. 

Ключові слова: електромагнітне випромінювання, радіопоглинаюча кераміка, електропровідні добавки, 
електрофізичні властивості, коефіцієнт пропускання, коефіцієнт відбиття, рентгенофазовий аналіз 
 
 
 
 

REFERENCES 

1. Shevel D.M. Electromagnetic safety. (Kyiv: Century +, NTI, 2002). [in Russian]. 
2. Davydov B.I., Tikhonchuk V.S., Antipov V.V. Biological action, regulation and protection from electromagnetic 

radiation. (Moscow: Energoatomizdat, 1984). [in Russian]. 
3. Minin B.A. Microwave and human safety. (Moscow: Soviet Radio, 1974). [in Russian]. 
4. Ivanov V.G., Dzyundzyuk B.V., OleksandrovYu.M. Labor protection in electrical installations. (Kyiv: JSC Oko, 

1994). [in Ukrainian]. 
5. Nefedova A.L., Sakhatsky V.D., Al-Kheyari A., Nefedov L.I. Analysis of methods and means of protection 

against electromagnetic fields. Scientific Bulletin of Life. 1999. (8): 193. [in Russian]. 
6. Krylov V.A., Yuchenkova T.V. Protection against electromagnetic radiation. (Moscow: Soviet Radio, 1972). 

[in Russian]. 
7. Vorobyov E.A. Shielding of microwave structures. (Moscow: Soviet Radio, 1979). [in Russian]. 
8. Petrov V.M., Gagulin V.V. Radio absorbing materials. Inorg. Mater. 2001. 37(2): 135. [in Russian]. 
9. Levin B.E., Tretyakov Yu.D., Letyuk L.M. Physic-chemical bases for obtaining, properties and applications of 

ferrites. (Moscow: Metallurgy, 1979). [in Russian]. 
10. Lisachuk G.V., Schukina L.P., Krivobok R.V., Emaeva O.A. Influence of conductive additives on the 

electrophysical properties of facing ceramics. Bulletin of the National Technical University “KhPI”. 2005. (25): 
163. [in Russian]. 

11. Lisachuk G.V., Krivobok R.V., Fedorenko E.Yu., Schukina L.P., Lisachuk L.N., Timofeeva Yu.A., 
Belostotskaya L.A., Trusova Yu.D. Development of composite coatings on ceramics that shield electromagnetic 
radiation. Bulletin of Science, Technology and Society. 2005. 4(23): 55. [in Russian]. 

12. Semchenko G.D. Structural ceramics and refractories. (Kharkiv: Stroke, 2000). [in Russian]. 



V.I. Hryhoruk, V.V. Oliynyk, V.V. Zagorodniy et al. 
______________________________________________________________________________________________ 

254                                     ISSN 2079-1704. ХФТП. 2023. Т. 14. № 2 

13. Kashcheev I.D. Oxide-carbon refractories. (Moscow: Intermet Engineering, 2000). [in Russian]. 
14. Strelov K.K., Kashcheev I.D. Theoretical foundations of the technology of refractory materials. (Moscow: 

Metallurgy, 1996). [in Russian]. 
15. Glinka N.L. General chemistry. (Moscow: Higher School, 1985). [in Russian]. 
16. Tavgan V.V., Shinkarenko E.V., Zonov Yu.G. Conditions for the formation of conductive aluminum-containing 

coatings. Glass Ceram. 2001. (4): 26. [in Russian]. 
17. Nikolaev L.A. General and inorganic chemistry. (Moscow: Education, 1974). [in Russian]. 
18. Angolenko L.A., Semchenko G.D., Tishchenko S.V., Vinogradov V.E. Belozerov V.V. Study of physical and 

mechanical properties of modified Al2O3–Si–C materials. Bulletin of the National Technical University “KhPI”. 
2005. (51): 77. [in Russian]. 

19. Grygoruk V.I., Oliynyk V.V., Launets V.L., Lisachuk G.V., Kryvobok R.V., Zakharov A.V., Karputin B.A. 
Electrodynamic Characteristics of Ceramics Basedon SrO–Al2O3–SiO2 Systemin Microwave Range. Journal of 
Nano- and Electronic Physics. 2017. 9(5): 05014-1. [in Ukrainian]. 

20. Vovchenko L., Lozitsky O., Matzui L., Oliynyk V., Zagorodnii V., Skoryk M. Electromagnetic shielding 
properties of epoxy composites with hybrid filler nanocarbon/BaTiO3. Mater. Chem. Phys. 2020. 240: 122234. 

21. More C.V., Alsayed Z., Badawi M.S., Thabet A.A., Pawar P.P. Polymeric composite materials for radiation 
shielding: a review. Environ. Chem. Lett. 2021. 19(3): 2057. 

22. Lisachuk G., Kryvobok R., PitakY., Lapuzina O., Gusarova I., Lisachuk L., Grebenyuk A. Ceramics with 
adjustable dielectric properties based on the system SrO–TiO2–SiO2. Przegląd Elektrotechniczny. 2018. 94(1): 
163. 

23. Grygoruk V.I., Oliynyk V.V., Launets V.L., Lisachuk G.V., Kryvobok R.V., Zakharov A.V., Karputin B.A. 
Electrodynamic Characteristics of Ceramics Based on SrO–Al2O3–SiO2 System in Microwave Range. J. Nano- 
Electron. Phys. 2017. 19(5): 05014. 

24. Benavente R., Salvador M.D., Centeno A., Alonso B., Zurutuza A., Borrell A. Study of Microwave Heating 
Effect in the Behaviour of Graphene as Second Phase in Ceramic Composites. Materials. 2020. 13(5): 1119. 

25. Sulong T.A.T., Osman R.A.M., Idris M.S. Trends of microwave dielectric materials for antenna application. AIP 
Conf. Proc. 2016. 1756: 070003-1. 

26. Dhawan S.K., Ohlan A., Singh K. Designing of Nano Composites of Conducting Polymers for EMI Shielding. 
In: Advances in Nanocomposites-Synthesis, Characterization and Industrial Applications. 2011. P. 429. 

27. Fedorenko E., Lisachuk G., Prytkina M., Kryvobok R., Zakharov A. Subsolidus structure of the ZnO–SrO–
Al2O3–SiO2 system as a base for designing radio-transparent ceramics. Eastern-European Journal of Enterprise 
Technologies. 2020. 6/6(108): 6. 

 
 
 
 

Received 23.09.2022, accepted 05.06.2023 



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /All
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (Uncoated FOGRA29 \050ISO 12647-2:2004\051)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /CMYK
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 1200
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages false
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 1200
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages false
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /GrayImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages false
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<


    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200036002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200036002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>



    /HUN <>
    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 6.0 e versioni successive.)
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200036002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 6.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>

    /SKY <>

    /SUO <>
    /SVE <>
    /TUR <>

    /ENU (Use these settings to create Adobe PDF documents suitable for reliable viewing and printing of business documents.  Created PDF documents can be opened with Acrobat and Adobe Reader 6.0 and later.)
    /RUS <>
  >>
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


