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EVALUATION OF WEARS OF WORKING SURFACES  
OF CONNECTION OF DETAILS OF TURBOCOMPRESSOR  

A "AXIS OF ROTOR – BEARING" 
 

G.Dashivets, A.Novik, V.Panina  
 

Summary 
Work is devoted establishment of quantitative descriptions and 

laws of distributing of wears of workings surfaces of connection of de-
tails of turbocompressor a «axis of rotor is bearing», to the ground of 
possibility of application of different methods of proceeding in surfac-
es.   


