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TREATMENT OF GALVANIC ENTERPRISES SLUDGE  

BY ACID HARDENING METHOD  
 

L. Bunina 
 

Summary 
 The  scheme  of  inorganic  glue  making  of  sludge  galvanic  enter-

prises by sulphuric and phosphoric acid treatment method is reduced.  


