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On the analysis of phenomenological model of a  metal with insulating coverage in a
electroconductivity environment it is built equivalent  chart. The device for measuring of direct
and variable electric fields is developed. New method of polarization potential determination is
experimentally shown for control of electrochemical corrosion protection of underground metals.
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