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Method and experimental setup for acoustooptic efficiency definition for solid-state material
specimens by Bragg diffraction are described. Preliminary specimen geometry control by inter-
ferometric technique was proposed to increase reliability of experimental results and appropri-
ate setup scheme was shown.
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