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The sorption of Pd (II) tin-chloride complexes on silica gel impregnated by polyhexamethyleneguanidine and following 
synthesis of sorbents' on its basis containing complexing functional groups with sulfur is researched. It is shown, that the 
palladium quantitative extraction on the given sorbents from 1–4 M HCl solutions is possible. 
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It was shown the possibility of modification of carbon electrode with silica and haemoglobin based thin film using method of 

electrodeposition. The optimal conditions of electrode modification under which stable homogeneous coating was obtained were 

determined, i.e. concentration of cationic surfactants and haemoglobin in the silica sol, potential and time of electrodeposition. 

Haemoglobin encapsulated in the film obtained under these conditions was electrochemically and catalytically active. 
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